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RESULT

PRODUCT ‘COMPOSITION (%)
Igloss | Ca0 Mo | a0, | sio, [ ro, | so, | a | ko | Feo, | s
Sample A
77 | 5519 043 | 006 | 036 | 004 | 002 | - | o003 | 007 | o003
Remark Igloss

Pre Drying 108 °C

‘Buming condition 1000 °C 3h
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